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- 163 sets of â versus a EC data from the ECIS
- 39 specimen sets

-Between 30 – 80 cracks per specimen set 
- At least three inspections of each crack
- At least 2 probes

- Some repeat inspections with same probe
- ACCESS DB

- Linked to Excel files containing system setups, â recordings, 
analysis results, specimen sets, and reports 

- Search on Engine Part, Specimen material, Geometry, Probe 
Coil Designation, Probe Type, Coil Type, Inspection 
Frequency

RFC/ECIS DATABASE
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Nickel Alloy Specimen Sets

Specimen 
Set P/N

Specimen 
Material

Specimen 
Geometry

Specimen 
Set P/N

Specimen 
Material

Specimen 
Geometry

97840 IN100 Bolt Hole BH-DA718 DA718 Bolt Hole
102268 IN100 Broach Mid FP-DA718 DA718 Flat Plate
97606 IN100 Flat Plate BH-PR718 IN718 Bolt Hole

101724 IN100 Flat Plate FP-PR718 IN718 Flat Plate
97910 IN100 Rivet Hole BH-CH22 R220C Bolt Hole
97841 IN100 Snap Fillet BH-R88DT R88 Bolt Hole
102687 IN100/IN718 Knife Edge FP-R88DT R88 Flat Plate

102687B IN100/IN718 Knife Edge SC-R88DT R88 Scallop
101473 IN718 Bolt Hole - .342" BH-R95 R95 Bolt Hole
101497 IN718 Flat Plate FP-R95 R95 Flat Plate
241278 IN718 Scallop BH-Wasp Waspaloy Bolt Hole
98222 Waspaloy Flat Plate
101723 Waspaloy Flat Plate

Nickel Base Alloys Nickel Base Alloys
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Titanium Specimen Sets

Specimen 
Set P/N

Specimen 
Material

Specimen 
Geometry

Specimen 
Set P/N

Specimen 
Material

Specimen 
Geometry

101147 Ti 6-2-4-6 Bolt Hole - .155" BH-Ti17B Ti 17B Bolt Hole
101146 Ti 6-2-4-6 Bolt Hole - .460" FP-Ti17B Ti 17B Flat Plate
101346 Ti 6-2-4-6 Broach edge BH-Ti64 Ti 6-4 Bolt Hole
101345 Ti 6-2-4-6 Broach Mid DB-Ti64 Ti 6-4 Dogbone 
101334 Ti 6-2-4-6 Elong Scallop FP-Ti64 Ti 6-4 Flat Plate
98221 Ti 6-2-4-6 Flat Plate
101709 Ti 6-2-4-6 Flat Plate
102686 Ti 6-2-4-6 Knife Edge
101333 Ti 6-2-4-6 Sym Scallop
101725 Ti 6-4 Flat Plate

Titanium Alloys Titanium Alloys


